MASTERSIZER

Result Analysis Report

Sample Name: LS Blend - Average SOP Name: Ash Measured: 11/04/08 12:28:12

Sample Source & type: Factory = Hadera Measured by: USER Analysed: 11/04/08 12:28:14

Sample bulk lot ref:  11/08/08 Result Source: Averaged

Particle Name: Aluminium silicate Accessory Name: Scirocco 2000 (A) Obscuration: 7.79 %

Particle RI: 1650 Absorption: 0.1 Analysis model:  General purpose

Dispersant Name: Sizerange: 0.020 to 2000.000 um Weighted Residual: 0246 %

Dispersant RI: 1.000 Result Emulation:  Off

Concentration: 0.0012  %Vol Vol. Weighted Mean D[4,3}]: 38.394 um Specific Surface Area: 1.13 m2/g
Span: 6.016 Uniformity: 204 Surface Weighted Mean D[3,2]: 5.305 um

Result units:  Volume

d(0.1): 2325 um d(0.5): 15700 um d(0.9): 96.778 um
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—LS Blend - Average, 11/04/08 12:28:12

Operator notes:
Malvern Instruments Ltd. Mastersizer 2000 Ver. 3.01 C:\Program Files\Malvern Instruments\M izer 2000\Measureme.. \QAS TEST.mea
Malvern, UK Serial Number : 34403-71 29 Jun 2009 12:20:21
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