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Result Analysis Report

Sample Name: Melawan - Average S0P Mame: ash Measured: 01/14/13 11:33:21
Sample Source & type: Faclory = Ashkelon Measured by:  user Analysed: 0171413 11:33:22
Sample bulk lot ref: 2511712 Result Source: Averaged
Particle Name: Aluminium silicate Accessory Name:  Scirocco 2000 (&) Obscuration: 1418 %
Particle RI: 1650 Absorption: 0.1 Analysis model: General purpose
Dispersant Name: Size range: 0020 fo 2000000 um Weighted Residual: 0163 %
Dispersant Rl: 1.000 Result Emulation:  Off
Concentration: 00024 Vol Vol. Weighted Mean D[4,3]: 28,767 um Specific Surface Area:  1.07 miig
Span: 4628 Uniformity: 152 Surface Weighted Mean D[3,2]: 5810 um
Result units:  Volume
{0 1) 2.458 uim d{0.5): 14.050 um d(0 8): &7 479 um
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